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Antibacterial properties of composite resins incorporating silver and zinc oxide nanoparticles 21 2014

on Streptococcus mutans and Lactobacillus
S Kasraei, L Sami, S Hendi, MY AliKhani, L Rezaei-Soufi, Z Khamverdi
Restorative dentistry & endodontics 39 (2), 109-114

PMMA-grafted nanoclay as novel filler for dental adhesives 124 2009
M Atai, L Solhi, A Nodehi, SM Mirabedini, S Kasraei, K Akbari, ...
Dental Materials 25 (3), 339-347

Total antioxidant capacity of saliva and dental caries 77 2013
F Ahmadi-Motamayel, MT Goodarzi, SS Hendi, S Kasraei, A Moghimbeigi
Medicina oral, patologia oral y cirugia bucal 18 (4), €553-556

In Vitro Comparison of Microleakage of Posterior Resin Composites With and Without Liner 76 2011

Using Two-Step Etch-and-Rinse and Self-etch Dentin Adhesive Systems
S Kasraei, M Azarsina, S Majidi
Operative dentistry 36 (2), 213-221

Bond strength of resin cement to CO2 and Er: YAG laser-treated zirconia ceramic 58 2014
S Kasraei, L Rezaei-Soufi, B Heidari, F Vafaee
Restorative dentistry & endodontics 39 (4), 296-302

Evaluation of salivary albumin in diabetic patients 46 2009
PB Vaziri, M Vahedi, SH Abdollahzadeh, HR Abdolsamadi, M Hajilooi, ...
Iranian journal of public health, 54-59

The effect of nanofiller addition to an experimental dentin adhesive on microtensile bond 42 2009
strength to human dentin

SH Kasraei, M Atai, Z Khamverdi, SK Nejad
Frontiers in Dentistry, 36-41

Addition of silver nanoparticles reduces the wettability of methacrylate and silorane-based 36 2012

composites
S Kasraei, M Azarsina
Brazilian oral research 26, 505-510

Effect of Epigallocatechin Gallate on shear bond strength of composite resin to bleached 34 2013

enamel: an in vitro study
Z Khamverdi, L Rezaei-Soufi, S Kasraei, N Ronasi, S Rostami
Restorative dentistry & endodontics 38 (4), 241-247

Effect of Epigallocatechin Gallate on shear bond strength of composite resin to bleached 34 2013

enamel: an in vitro study
Z Khamverdi, L Rezaei-Soufi, S Kasraei, N Ronasi, S Rostami
Restorative dentistry & endodontics 38 (4), 241-247

Effect of Ethylene diamine tetra acetic acid and sodium hypochlorite solution conditioning on 32 2013

microtensile bond strength of one-step self-etch adhesives
S Kasraei, M Azarsina, Z Khamverdi
Journal of conservative dentistry: JCD 16 (3), 243-246

Low-level laser therapy with 940 nm diode laser on stability of dental implants: a randomized 30 2018

controlled clinical trial
P Torkzaban, S Kasraei, S Torabi, M Farhadian
Lasers in medical science 33 (2), 287-293
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Effect of CO2 and Nd: YAG lasers on shear bond strength of resin cement to zirconia ceramic
S Kasraei, L Rezaei-Soufi, E Yarmohamadi, A Shabani
Journal of Dentistry (Tehran, Iran) 12 (9), 686-694

Evaluation of micro-shear bond strength of resin modified glass-ionomer to composite resins

using various bonding systems
S Kasraei, M Shokripour, M Safari
Journal of conservative dentistry: JCD 16 (6), 550-554

The Antibacterial Properties of Composite Resin Containing Nanosilver against Streptococcus

mutans and Lactobacillus.
M Azarsina, S Kasraei, R Yousef-Mashouf, N Dehghani, M Shirinzad
The journal of contemporary dental practice 14 (6), 1014-1018

Root canal configuration of one-rooted mandibular canine in an Iranian population: An in vitro

study
PB Vaziri, S Kasraee, HR Abdolsamadi, S Abdollahzadeh, F Esmaeili, ...
Journal of dental research, dental clinics, dental prospects 2 (1), 28

Effect of eugenol-containing sealer and post diameter on the retention of fiber reinforced

composite posts
Alzadi, M Azarsina, S Kasraei
Journal of conservative dentistry: JCD 16 (1), 61-64

Effect of surface treatment with carbon dioxide (CO2) laser on bond strength between cement

resin and zirconia
S Kasraei, M Atefat, M Beheshti, N Safavi, M Mojtahedi, L Rezaei-Soufi
Journal of lasers in medical sciences 5 (3), 115-120

Effect of storage time on microtensile bond strength between quartz fiber post and composite

core after different post surface treatments
Z Khamverdi, S Abbasi, E Habibi, S Kasraei, M Azarsina, S Ebadi
Journal of conservative dentistry: JCD 14 (4), 361

Blood Mercury Level and Its Determinants among Dental Practitioners in Hamadan, Iran
S Kasraei, H Mortazavi, M Vahedi, P Bakianian Vaziri, MJ Assari
Journal of Dentistry, Tehran University of Medical Sciences 7 (2), 55-63

Efficacy of Sodium Hypochlorite Activated With Laser in Intracanal Smear Layer Removal: An
SEM Study

S Shabhriari, S Kasraei, G Roshanaei, H Karkeabadi, H Davanloo
Journal of Lasers in Medical Sciences 8 (1), 36-41

Comparison of the effects of two whitening toothpastes on microhardness of the enamel and a

microhybride composite resin: an in vitro study
Z Khamverdi, S Kasraei, L Rezaei-Soufi, S Jebeli
Journal of Dentistry (Tehran, Iran) 7 (3), 139-145

Comparison of cone-beam computed tomography and intraoral radiography in detection of

recurrent caries under composite restorations
S Kasraei, A Shokri, J Poorolajal, S Khajeh, H Rahmani
Brazilian dental journal 28, 85-91
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Microshear Bond Strength of OptiBond All-In-One Self-adhesive Agent to Er: YAG Laser

Treated Enamel After Thermocycling and Water Storage
S Kasraei, E Yarmohammadi, MV Ghazizadeh
Journal of Lasers in Medical Sciences 7 (3), 152-158

Comparison of the Anti-caries Effect of Polyphenol Extract of Green Tea with 0.05% Fluoride,
0.2% Cholorhexidine and Fluoride-Cholorhexidine, An In Vitro Study

L Rezaei-Soufi, N Rafieian, M Jazaeri, H Abdolsamadi, S Kasraei, ...
Journal of Mashhad Dental School 36 (4), 301-308

Microtensile bond strength of quartz fiber posts to different composite cores
Z Khamverdi, S Kasraei, M Azarsina, F Gheysari
Brazilian oral research 25, 295-301

Effect of ascorbic acid on bond strength between the hydrogen peroxide-treated fiber posts

and composite resin cores
R Talebian, Z Khamverdi, M Nouri, S Kasraei
Journal of conservative dentistry: JCD 17 (3), 220-224

Effect of Mechanical load cycling on Microtensile bond strength of Self-Etch Systems to

Dentin

S Kasraei, Z Khamverdi
FRONTIERS IN DENTISTRY (JOURNAL OF DENTISTRY OF TEHRAN UNIVERSITY OF MEDICAL ...

The effect of a 16% carbamide peroxide gel on mercury and silver ion release from admixed

and spherical dental amalgams
S Kasraei, L Rezaei-Soufi, M Azarsina
J Contemp Dent Pract 11 (6), EO09-E016

Microleakage of dual-cured adhesive systems in class V composite resin restorations
S Kasraie, M Azarsina, Z Khamverdi, F Shokraneh
Journal of Dentistry (Tehran, Iran) 9 (2), 99

Efficacy of denoising and enhancement filters for detection of approximal and occlusal caries

on digital intraoral radiographs
A Shokri, S Kasraei, S Lari, M Mahmoodzadeh, A Khaleghi, S Musavi, ...
Journal of conservative dentistry: JCD 21 (2), 162-168

Effect of Various Laser Surface Treatments on Repair Shear Bond Strength of Aged Silorane-

Based Composite
PA Oskoee, SS Oskoee, S Rikhtegaran, F Pournaghi-Azar, S Gholizadeh, ...
Journal of lasers in medical sciences 8 (4), 186-190

Dental caries experience in 13—19-year-old Iranian students expressed by DMFT and

significant caries index
L Rezaei-Soufi, S Kasraei, M Jazaeri, Z khamverdi
DJH( Dental Journal of Hamadan university of medical sciences) 3 (2), 45-52

Effect of surface polishing on mercury release from dental amalgam after treatment 16%

carbamide peroxide gel
M Azarsina, S Kasraei, T Masoum, Z Khamverdi
Journal of Dentistry, Tehran University of Medical Sciences 8 (1), 33-38
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Influence of CO2 laser irradiation and CPPACP paste application on demineralized enamel

microhardness
Z Khamverdi, M Kordestani, N Panahandeh, F Naderi, S Kasraei
Journal of lasers in medical sciences 9 (2), 144-148

Assessment of postural load index using LUBA method and the prevalence of

musculoskeletal disorders in dentists
Z Baroonyzade, M Motamedzade, R Golmohammdi, S Kasraei, ...
Journal of Occupational Hygiene Engineering 1 (2), 27-36

Effect of cyclic loading on bond strength of fiber posts to root canal dentin
Z Khamverdi, LY Damavandi, S Kasraei
Journal of Dentistry (Tehran, Iran) 11 (1), 85-92

Antibacterial Effect of Sanosil 2% and 6% and Sodium Hypochlorite 0.5% on Impressions of

Irreversible Hydrocolloid (Alginate) and Condensational Silicone (Speedex)
A lzadi, F Firouz, S Soufiabadi, F Vafaee, S Kasraei
Avicenna Journal of Dental Research 5 (1), 1-4 21107

Effect of Nd: YAG and Diode Lasers on Apical Seal of Root Canals Filled with AH Plus and

Mineral Trioxide Aggregate-Based Sealers
E Khoshbin, Z Donyavi, EA Atibeh, S Kasraei, R Yousefimashouf, ...
Journal of dentistry (Tehran, Iran) 15 (1), 30-40

Effect of 940nm Diode Laser Irradiation on Microtensile Bond Strength of an Etch and Rinse

Adhesive (Single Bond 2) to Dentin
S Kasraei, E Yarmohamadi, PR Jahromi, M Akbarzadeh
J Dent Shiraz Uni Med Sci 20 (1), 30-36

Comparison of the microleakage and shear bond strength of four current one component

dentin bonding systems

S Kasraei, Z Khamverdi
Journal of Mashhad Dental School 31 (3), 239-246

Effect of Diode Laser (810 nm) Irradiation on Marginal Microleakage of Multi-mode Adhesive

Resins in Class VV Composite Restorations
N Golbari, S Kasraei, A Afrasiabi, E Mostajir, SM Mojahedi
Journal of lasers in medical sciences 10 (4), 275-282

Effect of proteolytic agents on microleakage of etch and rinse adhesive systems
S Kasraei, E Yarmohammadi, M Farhadian, M Malek
Brazilian Journal of Oral Sciences 16, e17048

Educational objectives achieved by department of operative dentistry: Viewpoints of general

dentists graduated from hamedan dental school (2004-2009)
Z Khamverdi, S Kasraei, T Rostamzadeh, H Yekta
Iranian Journal of Medical Education 12 (5), 387-395

Experimental estimation of the emissivity of human enamel and dentin
A Soori, F Kowsary, S Kasraei
Infrared Physics & Technology 106 (may), e103234
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Comparison of the Effect of Metallic Nano-particles on the Water Contact Angle of Composite 2 2018
Resin

M Shirinzad, S Kasraei, M Azarsina
Avicenna Journal of Dental Research 4 (1), 33-39

Evaluation of Diode laser (940 nm) irradiation effect on microleakage in class V composite 2 2018

restoration before and after adhesive application
L Rezaei-Soufi, S kasraei, R Fekrazad, F Vahdatinia, A Moghimbeigi, ...
Journal of Dental Materials and Techniques 7 (1), 11-18

Evaluation of the Importance of Effective Teaching Method Indicators From Dental Students' 2 2013

Prospects
E Yarmohammadi, M Jazayeri, Z Khamverdi, S Kasraei, L Rezaei-soufi
Avicenna Journal of Dental Research 5 (1), 1-5,e20188

Invitro comparison between the effects of two tooth bleaching agents on surface micro 2 2007

hardness of microhybrid composite

Z Khamverdi, S Kasraee
Journal of Mashhad Dental School 31 (Issue), 37-46

Comparison of microleakage of amalgam, Core Max Il and light cured composite in root canal 2 2006

treated teeth (In-vitro)
Z Khamverdi, S Kasraei
Journal of Islamic Dental Association of Iran 18 (1), 43-48

The effect of collagen removal on shear bond strength of four single bottle adhesive systems 2 2006
S Kasraei, M Atai, M Kashani, A Ghasemi
Journal of Dental Medicine 19 (2)

Comparison of the effects of toothpastes containing nanohydroxyapatite and fluoride on white 1 2020

spot lesions in orthodontic patients: A randomized clinical trial
M Badiee, N Jafari, S Fatemi, N Ameli, S Kasraei, A Ebadifar
Dental Research Journal 17 (5), 354-359

Effect of tubular orientation on the microtensile bond strength of composite-dentin using 1 2018

universal bonding agents
Z Khamverdi, S Kasraei, N Fazelian, M Akbarzadeh
J Res Med Dent Sci 6 (2), 337-344

In vitro effect of changing the horizontal angulation of X-ray beam on the detection of proximal 1 2018

enamel caries in bitewing radiographs.
A Shokri, S Kasraei, E Shokri, M Farhadian, B Hekmat
Dental and Medical Problems 55 (1), 29-34

In-Vitro comparision of tooth discoloration caused by Pro-Root MTA, Ortho MTA and CEM 1 2017

cement.
Z Donyavi, E Khoshbin, S Kasraei, S Irani, M Esmaeilzadeh, ME Ghaffari
ANNALS OF DENTAL SPECIALTY 5 (4), 169-174

The Efficacy of Riboflavin for Collagen Cross-Linking and Optimizing the Bond Strength of an 1 2017

Etch and Rinse Adhesive System to Dentin
S Kasraei, M Malek, Z Khamverdi, M Mojtahedi
Avicenna Journal of Dental Research 9 (3), e13254
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CO2 laser surface treatment of failed dental implants for re-implantation: an animal study
S Kasraei, P Torkzaban, B Shams, SM Hosseinipanah, M Farhadian
Lasers in medical science 31 (5), 985-98

The Effect of Er: YAG and Nd: YAG Lasers on Microtensile Bond Strength of a Sixth-

Generation Two-Step Adhesive
L Rezaee Soufi, S Kasraei, K Ghannadan
Journal of Mashhad Dental School 40 (4), 335-344

The effect of hydrogen peroxide 35% on surface roughness of silorane and methacrylate

based composites
L Rezaei Sofi, Z Khamverdi, S Kasraei, F Vahdatinia, F Nasr
Avicenna Journal of Clinical Medicine 22 (1), 23-29

Microleakage of Class V Compomer and Light-cured Glass-ionomer Restorations under Load

Cycling: An in Vitro Investigation
Z Khamverdi, Y Sadeghi, T Omidipoor, F Nasr, S Kasraei
Avicenna Journal of Dental Research 4 (2), 53-59

Effect of Silane Solvent on Microtensile Bond Strength of Hydrogen Peroxide Treated Fiber

Post and Composite Core
S Kasraei, S Ebadi, M ATAEI, Z Khamverdi, S Khajeh
Journal of dentistry (Tehran, Iran) 5 (3), 120-125

Evaluation of the effect of 16% carbamide peroxide gel (Nite White) on mercury release from

Iranian and foreign spherical and admixed amalgams by cold vapor atomic absorption ...
sh kasraei, MJ Assary, HR Abdosamadi, MK Kh, S Arabzadeh
Journal of Dental Medicine 20 (4), 268-275

Retention of Fiber and Cast Posts with Different Lengths: A Comparative Study

Z Khamverdi, S Kasraei
FRONTIERS IN DENTISTRY (JOURNAL OF DENTISTRY OF TEHRAN UNIVERSITY OF MEDICAL ...

The effect of collagen removal on the microleakage of four single-component adhesive
system in class V composite restorations

S Kasraei, HR Abdolsamad, M Ataei
Journal of Shahid Beheshti University School of Dentistry 25 (3), 290-298

In vitro comparison of two tray bleaching agent: Kimia 16 & Opalescence PF 15

S Kasraie, Z Khamverdi, S Kaghazi
Journal of Mashhad Dental School 29 (Issue), 253-262

Temperature Dependence of Specific Heat of Human Enamel and Dentin: An Experimental

Study
A Soori, F Kowsary, S Kasraei
International Journal of Thermophysics 42 (9), 1-14

Rehardening of Eroded Enamel with CPP-ACFP Paste and CO2 Laser Treatment
S Kasraei, P Kasraei, S Valizadeh, M Azarsina
BioMed Research International 2021
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LE

Phosphate lon Release and Alkalizing Potential of Three Bioactive Dental Materials in

Comparison with Composite Resin
S Kasraei, S Haghi, S Valizadeh, N Panahandeh, S Nejadkarimi
International Journal of Dentistry 2021

Influence of laser deproteinization of acid-etched dentin on marginal microleakage of class V

composite restoration
S Kasraei, S NejadKarimi, M Malek, M Mochammadi
Brazilian Journal of Oral Sciences 20, e210525-e210525

Effects of Orthodontic Bonding Containing TiO2 and ZnO Nanoparticles on Prevention of

White Spot Lesions: an In Vitro Study
M Behnaz, S Kasraei, Z Yadegari, F Zare, G Nahvi
Biointerface Research in Applied Chemistry 12 (1), 431-440

Effect of bromelain and trypsin on microleakage of etch-and-rinse adhesive systems
S Kasraei, E Yarmohammadi, M Farhadian, M Malek
Journal of Stomatology 73 (4), 183-192

Comparative Assessment of Cuspal Deflection in Premolars Restored with Bulk-Fill and

Conventional Composite Resins
E Yarmohammadi, S Kasraei, Y Sadeghi
Frontiers in Dentistry 16 (6), 407-413

The effect of dentin pre-treatment with activated riboflavin on the bond strength of a two-step

self-etch adhesive system.
S Kasraei, M Mojtahedi, MT Goodarzi, M Azarsina, Z Khamverdi
Dental and medical problems 56 (2), 143-148

Effect of Trypsin/EDTA Conditioning on Marginal Microleakage of Class V Composite
Restorations Bonded With a One-Step Selfetch Adhesive

S Kasraei, K Matin, E Yarmohammadi, H Pashaei
Avicenna J Dent Res 10 (3), 101-106

Evaluation of Microshear Bond Strength of Light and Chemically-Cured Composite Resins to

Light-Cured Glass-lonomer Using Various Bonding Systems
S Kasraei, B Asgartooran, M Shokripour
Avicenna J Dent Res 10 (3), 107-113

Effects of Er: YAG Laser and 2% Chlorhexidine on Microleakage of a Self-Adhesive Agent

(Bond Force) in Class V Composite Restorations
S Kasraei, A Najafi-Abrandabadi, H Kokabi-Arasteh, M Azarsina
Journal of Research in Medical and Dental Science 6 (6), 37-42

Evaluation of the Major Properties of Composite Resin Containing Zinc-Oxide Nano-Particles.

M Azarsina, S Yazdani, M Jalali, S Sabour, S Kasraei
Dentistry: Advanced Research 2 (1), 1-5

In vitro Comparison of the Effct Cola Beverage on Surface Hardness of Siloran-Based (p90)

and Methyl Methacrylate-Based (p60) Composites
Z Khamverdi, E Yarmohammadi, S Kasraei, M Khazaei
Scientific Journal of Hamadan University of Medical Sciences 23 (3), 207-213
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The Effect of in Office Bleaching on Free Surface Energy of Siloran and Methacrylate-Based 2015

Composite Resins
L Rezaei-Soufi, Z Khamverdi, S Kasraei, F Vahdatinia, Y Sadeghi
Journal of Mashhad Dental School 39 (2), 155-162

Evaluation of the Effect of Enamel Surface Treatment Using Er. Cr: YSSG and Applying Two 2014

Bondings with Current Clinical Method on A Fissure Sealant Microleakage
M Saharkhizan, R Fekrazad, SH KASRAEI, SL REZAEI, F Vahdatinia
AVICENNA JOURNAL OF CLINICAL MEDICINE (SCIENTIFIC JOURNAL OF HAMADAN ...

Comparison of the Effect of Two Incremental Composite Placement and Two Light Curing 2014

Methods on Microleakage of Composite Class | Restorations
E Yarmohammadi, S Kasraei, Z Khamverdi, loghman Rezaei, ...
Avicenna Journal of Clinical Medicine 21 (3), 177-184

Effect of water storage on the Bond Strength to lased enamel With Er;YAG laser 2013
M beheshti Roy, S Kasraei, Z Kamverdi, SM Mortazavi, M Azarsina
Laser in Medicin 10 (1), 1-7

Effect of surface treatment with CO2 laser on primary bond strength between camposite resin 2012

and zirconia
M Atefat, M Beheshti, Z Khamverdi, S Kasraei
Journal of Isfahan Dental School 8 (3), 213-220

Comparison of Retention of Titanium ParaPost Luted with MTA and Four Common Dental 2012
Cements: An in Vitro Study

L Rezaei-Soufi, S Kasraei, Z Khamverdi
DJH( Dental Journal of Hamadan university of medical sciences) 3 (1), 17-21

Effect of Two Bleaching Agent Products on Mercury and Silver lon Release from Dental 2009

Amalgam
Z Khamverdi, S Ebadi, M Movahed Rad, S Kasraei
Journal of dentistry (Tehran, Iran) 6 (4), 175-180

An in vitro study of wet-bonding fissure sealant micro-leakage (Embrace) 2007
T Masoum, S Kasraei, M Nafarie

Journal of Islamic Dental Association of Iran 19 (3), 19-23

Investigation of the effect of moisture on dimensional changes of duralay acrylic resin pattern 2007
A Taifeh Doloo, P Bekianian Vaziri, S Kasraei, M Sadeghi Mehr, M Abedin

Journal of Tehran Islamic Azad Dental School 4 (3), 9-13

Comparison of serum interleukin-8 levels in patients with recurrent aphthous stomatitis and 2007

healthy individuals
HR Abdolsamadi, s Kasraei
Journal of Islamic Dental Association of Iran 19 (1), 78-82

The effect of BTDMA and different concentration on shear bond strength of an experimental 2003

dentin bonding
Z Jaberi Ansari, S Kasraei
Journal of Shahid Beheshti University School of Dentistry 21 (2), 671-681

SUPERVISION GUIDELINE for the Health and Treatment Affairs in Reopening of Shahid 2021

Beheshti School of Dentistry during the COVID-19 Pandemic
M Dalband, M Ekhlasmand, K Dalaie, S Kasraei, A Tehranchi
Journal of Dental School, Shahid Beheshti University of Medical Sciences 38 (2)




